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ABSTRACT X-ray reflectivity (XR) and diffraction at grazing angles of incidence (GID) were conducted to determine the
structure of synthetic D-erythro C18-ceramide films at the air-water interface at various surface pressures (p). Analysis of the
GID reveals that the monomolecular film, at the crystalline phase (p . 0 mN/m), is predominantly hexagonal. In this crystalline
phase, the analysis of the reflectivity yields an electron density profile that consists of three distinct homogeneous slabs, one
associated with the headgroup region and the other two with the hydrocarbon chains. At large molecular areas (p ' 0),
isolated crystalline domains coexist with two-dimensional gas phase. Within the crystalline domains, we find an orthorhombic
arrangement of the chains that coexists with the hexagonal symmetry. It is argued that the two-dimensional orthorhombic
crystals are induced by hydrogen bonding between headgroups even at very low surface pressures. Although their structure
is incommensurate with the simple hexagonal arrangement, they act as nucleation centers for the conventional hexagonal
phase which dominates at high p.

INTRODUCTION

Ceramides, the N-acylated derivatives of sphingosine, be-
long to the diverse family of sphingolipids that are abundant
in brain tissues, predominating the myelin sheath of nerve
fibers (Spiegel and Merrill, 1996). Sphingolipids are also
found in a variety of mammal tissues albeit in smaller
quantities compared to other lipids. Recently, interest in this
family of lipids was stimulated by findings that demon-
strated that they play important active roles in the functions
of living cells. The sphingolipids are not merely passive
constituents of cell membranes but, they participate in a
variety of activities in the cellular life cycle, including
growth, differentiation, and even programmed death. For
instance, it has been shown that sphingosine is essential to
cellular proliferation regulation, whereas ceramides mediate
membrane-shrinking that leads to apoptosis (Hannun, 1994;
Spiegel and Merrill, 1996). In addition, it was also reported
that biological functionality of ceramides strongly depends
on the length of the side-chain at the primary amine of
sphingosine (Hauser et al., 1994).

Ceramides can also be found in the outer layer of the skin
of mammals (epidermal horny layer), reptiles, and birds
(Garson et al., 1991). It was hypothesized that ceramides are
essential building blocks that confer structural rigidity to
membranes by virtue of their ability to form strong hydro-
gen bonds (Abrahamsson et al., 1976). They contain amide-
carbonyl, which is a hydrogen acceptor, and several hy-
droxyl donor groups that can form stable hydrogen bonds
between neighboring molecules. Together with cholesterol,
fatty acids, and polypeptides, ceramides form durable outer
membranes that withstand the harsh mechanical, chemical

and thermal conditions which skin tissues may be subjected
to (Gray and Yardley, 1975).

We have undertaken the present X-ray scattering study to
determine the structure of a pure synthetic ceramide in a
monolayer at the air-water interface and to focus on surface
properties that might elucidate its functions, in particular as
an important constituent of the cell boundary with the
environment. Although qualitative x-ray diffraction studies
from bulk and lamellar structures were reported for C16-
ceramide (Shah et al., 1995) and for natural ceramide con-
sisting of a distribution of secondary chains (Bouwstra et
al., 1996), very little is known about the packing of these
lipids at the monolayer form.

EXPERIMENTAL DETAILS

Materials and monolayer preparation

D-erythro-C18 ceramide (2-octadecanoylamino-1,3-dihydroxy-octade-
cene-4), a sphingosine with an amine-linked fatty acid, see Fig. 1, was
obtained from Matreya, Inc. (Pleasant Gap, PA). Samples were weighed
directly into 10 mL volumetric flasks that were subsequently filled with
chloroform (HPLC grade, Fisher Scientific, Fair Lawn, NJ) and sonicated
to yield uniform solutions. Langmuir monolayers were prepared on pure
water (Milli-Q, Millipore Corp., Bedford, MA; resistivity, 18.2 MVcm) in
a temperature-controlled Teflon trough maintained at 186 1°C in a
gas-tight aluminum container. Surface pressure (p) was obtained by dif-
ferential weight measurements using a filter-paper Wilhelmy plate. Com-
pression of the monolayer at a rate of'1 Å2 per molecule per minute was
started approximately 20 min after spreading the molecules from chloro-
form solution. During the X-ray scattering experiments, the barrier position
in the Langmuir trough was adjusted regularly to keep a constant pressure
within a range of60.5 mN/m. To reduce incoherent scattering from air,
and to slow down film deterioration by oxidation due to radicals produced
by the beam, the monolayer was kept under a He environment during the
X-ray measurements. No noticeable differences were found in thep 2 A
isotherms when performed under air or He.

p 2 A isotherm

Figure 1 shows surface pressure versus molecular area (p 2 A) isotherm
for ceramide at T5 18°C. Although the surface-pressure is very low down
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to a molecular areaA ' 45, Å2/molecule, pressure fluctuations below 60
Å2 indicative of film reorganization, are observed. The surface pressure for
the ceramide monolayer increases abruptly at about 45 Å2, reaching a
densely packed film at' 40 Å2 per molecule, just prior to collapse.
Systematic studies of thep 2 A isotherm (Löfgren and Pascher, 1977) led
Löfgren and Pascher to postulate two-dimensional (2D) aggregation of the
molecules with onset below about 58 Å2. Furthermore, they argued that the
molecules in the aggregates near zero surface pressure are closely packed
with an area per lipid close to the limiting area,A0 5 42.0 Å2, implying that
the chains in the aggregates are not significantly tilted from the surface
normal (Löfgren and Pascher, 1977). These claims can be directly exam-
ined by XR and GID techniques presented herein.

X-ray scattering

In situ X-ray scattering experiments from spread films of ceramide at the
air-water interface were carried out on a liquid-surface reflectometer at
Ames Laboratory using the CuKa radiation of a rotating anode (Rigaku,
UltraX 18), and on the Harvard/BNL Liquid Surface Diffractometer at the
National Synchrotron Light Source (NSLS), beamline X22B, with a wave-
length,l 5 1.54 Å, described elsewhere (Ocko et al., 1997; Schwartz et al.,
1992). The incident beam of wave-vectork i (ukiu 5 k0 5 2p/l) strikes the
free liquid surface at a grazing anglea that can be varied by tilting the
Bragg reflecting planes of a Ge(111) crystal. The diffracted beam, (kf), is
detected at anglesb with respect to the liquid surface, and transversely at
2u with respect to the untilted incident beam, yielding a momentum
transferQ ([ k i 2 kf) with the following components:

Qz 5 k0~sin a 1 sin b! 5 kz,i 1 kz,f (1)

Qxy 5 k0Îcos2 a 1 cos2 b 2 2cosa cosb cos 2u . (2)

X-ray reflectivity (XR)

Specular XR (a 5 b, 2u 5 0) experiments were conducted to determine the
electron densities across the interface and to relate them to molecular
arrangements in the film. The procedure for performing and analyzing XR

measurements from Langmuir monolayers were described in the literature
(Als-Nielsen and Kjaer, 1989) and (Ocko et al., 1997). In the Born
approximation (BA), the reflectivity from a homogeneous electron density
r(z), is given by

R~Qz! 5 RF~Qz!U1

rs
E , Sdr

dzD . eiQzZdzU2

5 RF~Qz!uF~Qz!u2

(3)

where rs is the electron density of the liquid substrate,RF(Qz) is the
reflectivity of an ideally flat liquid surface, andF(Qz) is the generalized
structure factor of the film. A more accurate formalism to calculate the
reflectivity has been used in the present study in which

R~Qz! 5 R0~Qz!e
2~Qzs)2 (4)

whereR0(Qz) is the reflectivity from step-like functions, calculated by the
recursive dynamical method (Parratt, 1954), ands is an effective surface
roughness associated with the Debye-Waller-like term (e2(Qzs)2

) which
accounts, in the BA, for the smearing of the interfaces (mainly due to
thermal capillary waves and surface imperfections) (Als-Nielsen and Kjaer,
1989). The underlying assumption in this approach is that all interfaces are
smeared identically by one interfacial roughnesss (i.e., conformational
roughness). By nonlinear least-squares refinement, the electron density
across the interfacer(z) can be extracted, using the thicknesses of the
various slabs, their electron densities, and one surface roughness as inde-
pendent parameters. The number of parameters (i.e., slabs) used to fit the
data is the minimum number for which the addition of extra parameters
does not improve the quality of the fit.

X-ray diffraction at grazing angles of incidence (GID)

X-ray diffraction experiments at grazing angles of incidence (GID) were
used to determine the lateral organization in the film. In these experiments,
the angle of the incident beam with the surface (a) is fixed below the
critical angle for total reflection (ac 5 =4p rs/k0), and the diffracted beam
(kf) is detected at a finite in-plane angle 2u. The intensity of the scattered
beam along the out-of-plane angleb was measured with a linear position
sensitive detector (PSD). The incident evanescent wave penetrates to a
finite depth (;1/=ki,z

2 2 (kc)
2; kc [ k0 sinac), reducing scattering from the

bulk, and increasing the sensitivity to the topmost portion of the interface
('100 Å).

RESULTS AND ANALYSIS

X-ray reflectivity

Reflectivity measurements normalized to the calculated re-
flectivity of ideally flat water interfaceRF were conducted at
various points on thep 2 A isotherm, and typical scans at
101, 69, 48, and 41 Å2 per molecule are shown in Fig. 2A.
These curves were obtained with the rotating anode X-ray
source, where the reflectivities at the largest momentum
transfer were on the order of 1027 (Qz 5 0.5 Å21). Similar
experiments at the NSLS yielded reflectivities down to
1029, reaching a higherQz range and better signal-to-noise
ratios, as shown in Fig. 3. The two-slab model is commonly
used to fit reflectivities from amphiphilic monolayers (i.e.,
fatty acids, lipids) where the slab contiguous to the aqueous
subphase is associated with the lipid headgroup and inte-
grated water molecules and the second slab, at the air

FIGURE 1 Surface pressurep and its derivativedA
dp versus molecular

area (A) of C18:0 ceramide on pure water. The limiting molecular area is
42 6 1 Å2. Fluctuations in surface pressure near 58 Å2/molecule, indicate
the condensation of crystalline domains.
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interface, comprises the hydrocarbon chains (Als-Nielsen
and Kjaer, 1989). Fig. 2A shows fits to the data using the
corresponding electron densities shown in Fig. 2B. The
analysis of the reflectivity curves taken at the synchrotron,
although similar to those measured with the rotating anode,
required a slight modification of the two-slab model, to
comprise three slabs. The additional slab indicates that the
electron density along the hydrocarbon chain region is not
uniform and consists of at least two distinct densities, as
shown in Fig. 3B. The best fit yields an electron density of
the topmost layer (Fig. 3C), which is lower than that of
closely packed hydrocarbon chains, but not half that of the
densely packed alkyl tail region. This suggests that the
interface between the low and high density hydrocarbon
layer goes through the overlap section of the two chains as
depicted in the molecular model in Fig. 3C.

GID and rod scans from the monolayer

At all pressures, GID scans in the range 0.1# Qxy # 2.0
Å21 revealed prominent Bragg reflections in aQxy range
that indicates 2D ordering of the hydrocarbon chains. Fig. 4
shows the diffraction pattern from ceramide monolayers at
several molecular areas and pressures. Similar scans at
smaller Qxy did not reveal any low order reflections that
could be assigned to the ordering of the molecular head-
groups. Fig. 5 shows two in-plane diffraction scans, one
taken at the horizon (b 5 0) and the second taken off the
horizon across the rod, atb ' 3°, indicating that at rela-
tively high surface-pressures a single Bragg reflection at
Q ' 1.5 Å21 dominates the diffraction pattern. This Bragg

reflection is relatively weak and broad at large molecular
areas (A $ 58 Å2), and it becomes stronger and sharper and
gradually shifts to higher values as the monolayer is com-
pressed. A Bragg peak at this momentum transfer, is com-
monly observed in Langmuir monolayers of long-chain
amphiphiles (Kaganer et al., 1999) corresponding to the
hexagonal crystallization of individual hydrocarbon chains
with a lattice constanta ' 4.81 Å, and a cross-section'
20.0 Å2 per alkyl chain (or 40.0 Å2 per molecule).

At large molecular areas (p ' 0.6 mN/m;A ' 58 Å2), in
addition to the central peak (Qxy ' 1.5 Å21) due to the
hexagonal structure, two Bragg reflections, with a surface
pressure dependence that is different from that of the central
peak, are observed atQxy ' 1.43 Å21, andQxy ' 1.60 Å21

(Fig. 4). As the monolayer is compressed, the intensity of
these peaks changes only slightly, and they are observed
even at the highest pressures, as shown in Fig. 5. Whereas
the linewidth of the reflection associated with the hexagonal
symmetry is relatively broad at large molecular areas, the
two satellites are almost resolution-limited. This is evidence
for the presence of two length scales in the crystalline
domains, one associated with the hexagonal phase and the
other with a second crystalline phase. We propose that the
extra Bragg reflections are due to the formation of a sec-
ondary, 2D orthorhombic structure, with lattice constants
aorth ' 5.30 Å,borth ' 7.84 Å (p ' 0) which correspond to
a cross-section of'20.80 Å2 per chain. Table II lists the
in-plane structural parameters at various molecular areas.
Similar Bragg reflections were also seen in the X-ray dif-
fraction pattern of bulk ceramides, in particular when mixed
with '10% cholesterol (Bouwstra et al., 1996).

FIGURE 2 Measured reflectivity curves nor-
malized toRF (reflectivity from pure subphase)
at various molecular areas. Experiments were
performed on the rotating anode at Ames Labo-
ratory (A). The solid lines are best fit two-slab
model of the electron density to the data shown
in (B). The reflectivity atA 5 69 Å2 per mole-
cule was modeled by assuming incoherent scat-
tering from densely packed domains and pure
water surface, following Eq. 8.
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The intensity along the Bragg rod (see Fig. 4) is analyzed
in the framework of the distorted wave BA (DWBA) using
(Vineyard, 1982)

I } ut~kz,i!u2uF~Qz!u2e2~Qzseff!2ut~kz,f!u2 (5)

where t(kz,f) 5 2kz,f/(kz,f 1 =kz,f
2 2 kc

2), and a similar ex-
pression fort(kz,i), is the Fresnel transmission function,
which gives rise to an enhancement aroundkc 5 k0 sin ac,
as seen in Fig. 4. The structure factor for the alkyl chain
with lengthd is given to a good approximation (Kjaer et al.,
1989) by

F~Qz! 5
sin~Qzd/2!

Qzd/2
, (6)

wherez is parallel to the chain of the molecule. The chains
are tilted with respect to the surface normal at an angle,t, in
an azimuthal tilt direction,f0. In the present study, the tilt
direction is measured from the (11#) reflection, wheref0 5
0 corresponds to a tilt toward next nearest neighbors (NNN)
andf0 5 30° is a tilt toward nearest neighbors (NN). In the

case of a uniform tilt, the chain structure factor, Eq. 6, is
modified for each reflectioni by transformingQz as follows

Qz 5 2 sint~Qxcosfi 2 Qysinfi! 1 Qzcost (7)

wherefi is measured from the (11#) and includes the angle
of the tilt direction f0. If the alkyl chains are uniformly
tilted with respect to the surface normal, the six degenerate
fundamental Bragg reflections of the hexagonal phase give
rise to inequivalent Bragg reflections with different rod
profiles. In addition, the tilt can introduce new symmetries
that split the primary Bragg reflection into two (orthorhom-
bic) or three (oblique) distinct reflections. Because of the
2D-like polycrystalline (mosaic) character of the mono-
layer, all relevant orientations must be considered in the
analysis of a rod scan. The fit to the rod scan in Fig. 5 using
Eqs. 5–7 yields a range of values to the variable parameters,
with d 5 17 6 6 Å, t 5 0 6 48, ands 5 3.7 6 1 Å. The
solid line in Fig. 4 is the best fit to the data usingd 5 13 Å,
t 5 0 degrees, ands 5 4.3 Å, which is consistent with the
ordering of the intermediate hydrocarbon layer inferred
from the reflectivity data.

FIGURE 3 Normalized reflectivity from a cer-
amide monolayer atp 5 36 mN/m measured at the
NSLS (A). The dashed line is the best fit to the data
using a three-slab model with a corresponding elec-
tron density profile shown as a dashed line inB. A
possible division of the molecule within the three slab
model is shown inC. The molecular sections and the
number of electrons per section (in parentheses) were
compared with the numbers derived from the electron
density profile (right side of the figure), using Eq. 9.
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DISCUSSION

In-plane ordering and phase-separation

In general the packing of hydrocarbon chains (alkanes,
lipids, fatty acids, etc.) is in the form of a slightly distorted
hexagonal lattice as observed at high pressures in this study.
In the hexagonal (rotator) phase, the all-trans hydrocarbon
chains rotate partially around their long axes, which effec-
tively gives a cylindrical shape to each chain (Small, 1986).
Due to inter-chain interactions, which depend on pressure
and temperature, the rotational degrees of freedom are sup-
pressed and the chains assume lower 2D symmetries, such
as orthorhombic or oblique (Small, 1986). Fundamental
Bragg reflections in the orthorhombic phase with indices
(11), (11#), and (02) are then equivalent to the original
hexagonal reflections (10), (01), and (11#), respectively (but
distorted). We argue that a change in symmetry from hex-
agonal to orthorhombic or oblique can also be driven by
strong interactions in the headgroup region, which may
lead, due to steric hindrances, to structures that are incom-
patible with conventional packing of alkyl chains. This is
especially important in the case of sphingolipids, where
headgroups are likely to form strong hydrogen bonds be-
tween hydroxyl and amide groups.

The predominant GID peak and the rod scan at high
pressures (Fig. 5) are clear signatures of a relatively simple
hexagonal arrangement of hydrocarbon chains with practi-
cally zero tilt angle with respect to the surface-normal
(#4°). A similar hexagonal structure was observed in a
recent study of the two-chain lipid dihexadecyl phosphate
(DHDP) in Langmuir monolayers (Gregory et al., 1999).

However, the DHDP monolayer exhibits a single peak at all
surface pressures, with no indication of extra Bragg reflec-
tions as seen in the present study. In the case of DHDP, the
phosphate headgroups are negatively charged, which by
symmetry reinforces a simple hexagonal packing. Ceramide
monolayers, on the other hand, comprise hexagonal and
orthorhombic phases in coexistence (Fig. 4). Both of these
phases incorporate densely packed hydrocarbon chains with
molecular areasA0 ' 41.5 Å2, although the average molec-
ular area as obtained from the isotherm is significantly
larger,Aiso ' 57.5 Å2. The large discrepancy betweenAiso

and A0 implies surface coverage of 75% crystalline do-
mains, with domains that are most likely surrounded by pure
water and/or low density uncorrelated lipids (2D lipid gas
phase). Domain formation of crystalline phase surrounded
by a 2D lipid liquid was reported for monolayers of the
phospholipid dimyristoyl phosphatidic acid (DMPA) (Helm
et al., 1987) with a diffraction pattern that consisted of a
single Bragg peak that varied in position and width upon
compression of the monolayer. In that case, the Bragg peak
appeared only at elevated pressures (p ' 15 mN/m' 50
Å2), above the phase transition onset pressurepc ' 8
mN/m. Ceramide, on the other hand, exhibits a diffraction
pattern with several uncorrelated Bragg reflections that ap-
pear at a range of molecular areas where the surface pres-
sure is practically zero, suggestive of crystalline domains in
a 2D lipid-gas environment. The peaks associated with the
orthorhombic phase vary just slightly with the compression
of the film. We argue that the formation of the orthorhombic

FIGURE 4 Diffraction patterns from a C18-ceramide monolayer at the
air-water interface at various surface pressures.

FIGURE 5 Diffraction pattern from a C18-ceramide monolayer at the
air-water interface taken atp 5 33 mN/m at the horizon (b 5 0) and across
the rod atb 5 3°. The fit to a single Lorentzian is shown with a dashed
line, whereas the solid line includes extra peaks at positions that are
observed at lower pressures.
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phase is driven by strong hydrogen bonding among cer-
amide headgroups in an arrangement that is incompatible
with the common hexagonal packing of the alkyl chains.
Although the peaks associated with the orthorhombic struc-
ture appear weak compared to the main hexagonal peak at
high pressures, our analysis shows that their intensities vary
just slightly as the monolayer is compressed. That indicates
that the number of these domains and their sizes are prac-
tically constant throughout the isotherm. In particular, this
implies that at high pressures, when the monolayer is intact,
these orthorhombic domains are distributed in a predomi-
nantly hexagonal environment. Since it is unlikely that a
system consisting of one type of molecules will condense
into two types of structures on an isotropic substrate (water
surface), we suggest that initially the orthorhombic crystals
are formed and they subsequently act as nucleation centers
around which hexagonal structure evolves. Thus, the two
symmetries coexist in the same domains and at high pres-
sures (high density) the attractive van der Waals interactions
among chains become dominant, leading to the growth of
the hexagonal phase, surrounding the orthorhombic do-
mains. However, the interactions among the hydrocarbon
tails are not sufficiently strong to bring about the herring-
bone order (Kaganer et al., 1999) at any pressure of the
monolayer.

The reflectivity experiments also support the phase sep-
aration into crystalline domains that coexist with 2D gas
phase lipid at large molecular areas. The reflectivity curve at
A 5 69 Å2 per molecule (Fig. 2) resembles those at much
smaller areas in the crystalline phase, showing that at rela-
tively large molecular areas there is a high degree of orga-
nization in the film. However, at this area the simple two-
slab model did not yield a reasonable fit to the reflectivity
curve. Therefore, based on the phase separation model
discussed above, and without introducing any extra param-
eters, we analyzed the reflectivity curve assuming incoher-
ent scattering from two domains as follows

R~Qz! 5 pRcer~Qz! 1 ~1 2 p!RH2O~Qz! (8)

wherep 5 A0/Aiso ' 0.6 equals the partial coverage of the
surface with nearly densely packed aggregates andRH2O

is
the reflectivity of pure water. At very large molecular areas
(A 5 101 Å2; see Fig. 2) the reflectivity is practically that
of pure water surface,RH2O

, which is therefore reasonable to
be used in Eq. 8.

Aggregation of ceramide molecules at relatively large
molecular areas was in fact inferred from systematic exam-
ination of thep 2 A isotherm, as mentioned above (Lo¨fgren
and Pascher, 1977). Based on the reflectivity measurements,
and the derivative of surface pressure with respect to the
molecular area (Fig. 1), we suggest that for pressuresp $
3 mN/m (Aiso ' 45 Å2), the aggregates coalesce into an
infinite domain, giving rise to the abrupt increase of surface
pressure versus molecular area. This coalescence and the

macroscopic characteristics of the phase-separation in cer-
amide monolayers might be further examined by fluores-
cence microscopy (Lo¨sche et al., 1983) and/or Brewster
angle microscopy (Henon and Muenier, 1991; Ho¨nig and
Möbius, 1991), which are not available to us at this time.

Molecular interpretation of the electron density
across the interface

The correspondence between the slab-model of the electron
density and the structure is almost straightforward for many
amphiphiles (Vaknin et al., 1991; Schalke et al., 2000).
Using the reflectivity results in conjunction with the GID, a
molecular level interpretation of the electron density across
the interface can be obtained. Since the area per molecule,
Am, is known, the total number of electrons per molecule,
Ntotal, can be determined as

Ntotal 5 Am E r~z!dz5 Am O
j

rjdj (9)

where at elevated pressures the molecular areaAm can be
obtained from the isotherm (Am [ Aiso) or from the diffrac-
tion pattern (Am [ A0). Using the isotherm, has the disad-
vantage of having relatively large uncertainties that cannot
be estimated, such as adsorption of molecules to the
trough’s boundaries, formation of soluble clusters, or the
inclusion of surfactant impurities. On the other hand, using
the diffraction-extracted molecular area has the advantage
of being more accurate, although it ignores all contributions
to the reflectivity from point defects, domain boundaries,
and phase-separated regions.

Here, we discuss the molecular structure at 36 mN/m
where the diffraction yields 406 0.1 Å2 (the isotherm gives
39 6 1.0 Å2; analysis of reflectivities taken at 27 and 33
mN/m yield similar results). Using the GID-extracted mo-
lecular area (40.06 Å2), Eq. 9 yieldsNtotal 5 294.9 6 4
electrons per molecule. The total number of electrons in one
ceramide molecule is,Ntotal

cer 5 317. To explain the differ-
ence, we suggest that the missing electrons are those at the
tip of the headgroup region, including the CH-CH2-OH
group. This portion of the molecule is surrounded by water
molecules ('2 H2O molecules per ceramide), forming a
slab that has essentially the same electron density as water
and is therefore practically not detected in the X-ray reflec-
tivity measurements. The number of electrons in the mole-
cule without the CH-CH2-OH group is 293, which is in
reasonable agreement with the number extracted from the
reflectivity (294.9 electrons). With an estimated length of
3.3 Å and a molecular areaAm ' 40 Å2, the CH-CH2-OH
group with two water molecules gives electron density that
is the same as that of water (0.334 e/Å3). Furthermore, this
model is supported by the examination of the total length of
the molecule and its tilt from the surface normal. The length
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of the molecule estimated from a molecular modeldtotal
model5

26.5 6 0.5 Å, is larger than the value extracted from the
reflectivity dtotal

exp 5 23.66 0.8 Å, and the difference can be
attributed to the “missing” CH-CH2-OH group. The differ-
ence between the two lengths cannot be explained by a tilt
of the alkyl chains from the surface-normal, since this
would imply a tilt angle of about 30°, which is not consis-
tent with the rod scans or reflected in the total length
associated with the chains in the electron density model, as
discussed below. One important consequence of this inter-
pretation of the electron density profile is that water pene-
tration into the film is confined to the tip of the molecule so
that any other part of the molecule is essentially dehydrated.

To associate the different slabs with different parts of the
molecule we proceed by calculating the number of electrons
in the tail as

Ne,tail 5 rtail~Amdtail! . (10)

and a similar expression for the headgroup. As shown in
Table 1, a possible division of the molecule into the differ-
ent slabs is depicted in Fig. 3C. There are two features in
this division that are unusual compared to other lipids. One
is that two slabs are required to describe the alkyl chains of
which one, with lower density, is at the air interface, and the
other is that the major part of the headgroup is essentially

dehydrated. These two features were qualitatively found in
any model we tested. A possible explanation for the division
of the alkyl chain region into two slabs is the difference in
the length between the two chains emanating from the
headgroup of C18 ceramide. However, that does not explain
the location of the interface between the headgroup and the
chains. Based on recent X-ray reflectivities of sphingosine
and other sphingolipids that exhibit similar characteristics,
we propose that these features result from NN staggering
along the surface-normal (Vaknin and Kelley, unpublished
results). Due to hydrogen bonding between the amide car-
bonyl of one molecule and the hydroxyl group of another,
two neighboring molecules can bind at different positions
with respect to the water interface. Such inhomogeneity on
the molecular length scale can create staggered chains at the
air interface, that would effectively make the top most layer
less dense. Consequently, the depiction of the molecule in
Fig. 3 C is too simplistic; a more realistic model should
include more than one molecule.

Since the electron density associated with the intermedi-
ate-chain region is close to that of crystalline alkyl chains,
the tilt angle of the chain with respect to the surface normal
t can be estimated from the reflectivity by (Kjaer et al.,
1989).

dtail/l tail 5 cost (11)

where ltail is the length of the fully extended tail. The
methylene spacing projected onto the chain axis for crys-
talline saturated alkyl tailsdC–C5 1.2656 0.010 Å, and for
a terminal CH3 group is 9/8dC–C (Kjaer et al., 1989). It
follows that the length of the intermediate layer with carbon
chains,dtail,1 5 13 Å is in reasonable agreement with that
expected from 10 C—C bonds (;12.7 Å), which suggests
that this portion is practically untilted. The rod scan analysis
discussed above suggestst 5 0 6 48.

CONCLUSIONS

Using X-ray reflectivity and diffraction at grazing angles of
incidence (GID) we have encountered unique features that

TABLE 1 Three-slab model parameters used to fit the
reflectivity data in Fig. 3 for C18-ceramide monolayer on H2O

Values

Independent variables
dhead(Å) 4.656 0.6

1.0 headgroup layer thickness
rhead(e/Å3) 0.436 0.15

0.3 electron density of headgroup
dtail,1 (Å) 13.126 0.4

0.4 thickness of intermediate tail slab
rtail,1 (e/Å3) 0.2976 0.005

0.015 electron density of intermediate
tail slab

dtail,2 (Å) 5.9 6 0.9
1.2 thickness of upper tail slab

rtail,2 (e/Å3) 0.2566 0.010
0.010 electron density of upper tail slab

s (Å) 2.996 0.10
0.15 interfacial roughness

Dependent variables
dtotal (Å) 23.66 0.5

0.8 total thickness of interfacial layer
Ntotal/Am (e/Å2) 7.46 0.2

0.1 2D surface layer electron density

TABLE 2 Structural parameters extracted from the GID data shown in Fig. 4. The proposed model consists of two types of 2D
crystals (hexagonal and orthorhombic). The inplane d-spacing and the lattice constant a for the hexagonal structure are also
listed below.

Orthorhombic domains
Aiso (Å2) p (mN/m) Q(11)1(11#) (Å21) Q(02) (Å21) aorth (Å) borth (Å) Acalc (Å2)

57 0.6 1.432 1.603 5.295 7.84 41.5
52 1.5 1.432 1.603 5.295 7.84 41.5
39.0 33.0 1.440 1.607 5.258 7.82 41.12

Hexagonal domains
Aiso (Å2) p (mN/m) Qhex (Å21) d (Å) a (Å) Acalc (Å2)

57–52 0.6 –1.5 1.48 4.245 4.90 41.6
38–40 33 –36 1.508 4.167 4.811 40.09
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are specific to the organization of C18-ceramide in a mono-
molecular film at the air water interface. In addition to the
frequently observed hexagonal packing of the hydrocarbon
chains we find an orthorhombic phase that coexists with the
hexagonal symmetry. The 2D crystals are formed at rela-
tively large molecular areas indicating a phase separation
between ordered domains and 2D lipid gas phase. It is
argued that aggregation to orthorhombic crystals may be
induced by the relatively strong hydrogen bonding between
neighboring molecules, such that the headgroups are packed
in an arrangement that is incompatible with the conven-
tional hexagonal chain packing. While the orthorhombic
structure is incommensurate (Durbin et al., 1998) with the
simple hexagonal arrangement, the orthorhombic crystals
apparently act as nucleation centers for the formation of the
conventional hexagonal phase at very low pressures. As the
density in the monolayer increases upon compression, at-
tractive van der Waals interactions among chains become
dominant and lead to a predominantly hexagonal chain
ordering. However, these interactions are not strong enough
to bring about the more closely packed herringbone-like
orthorhombic structures observed in different lipid mono-
layers (Kaganer et al., 1999). The X-ray reflectivities of the
monolayers strongly suggest that the arrangement of the
molecules in the film is such that NN sites are not equiva-
lent, which was not observed before with lipid monolayers.
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